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DIAMONDKOTE W-123Product Name:

November  2022Month of Manufacturing :

Batch No:

Month of Expiry: November  2023

Parameter Test Method Specification Results

pH AM-21 9.6-11.2 10.43

% of solids (%) AM-61 11.35-12.35 % 12.03

Appearance Visual Thick Creamy Emulsion
Thick Creamy
Emulsion

Specific Gravity ASTM 1298 0.98-1.02 0.999

Viscosity (cps) AM-23 7500-16500 (cps) 8650

BATCH TEST REPORT

*Changes in the appearance of the product have no detrimental effect on the Quality /Performance of the product.

NOTE: Product has been tested for above parameters and it meets the requirements.
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