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EZ - 202 WIRE ROPE LIBRICANTProduct Name:

November  2022Month of Manufacturing :

Batch No:

Month of Expiry: November  2024

Parameter Test Method Specification Results

Appearance Visual Smooth tacky Smooth tacky

Color AM-01 Blackish-gray color Blackish-gray color

Worked Penetration ASTM D 217 470-530 505

BATCH TEST REPORT

*Changes in the appearance of the product have no detrimental effect on the Quality /Performance of the product.

NOTE: Product has been tested for above parameters and it meets the requirements.
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